
 
 

 

 

 

PELS® PLUS Anhydrous Caustic Beads 
 

Item Specification 

 Anhydrous Basis Parts Per Million 

Iron, Max (Fe) 8 

Mercury, Max (HG) 0.01 

Nickel, Max (NI) 3 

 Anhydrous Basis Percent by Weight 

Sodium Carbonate, Max (NA2CO3) 0.5 

Sodium Chloride, Max (NACL) 0.08 

 Percent by Weight 

Sodium Oxide (NA2O) 76.70-100.0 

Sodium Hydroxide (NAOH) 99.00-100.0 
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